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BET Surface Area Report :
BET Surface Area: 0.2878 + 0.0032 m¥/g Ih
Slope: 18.752589 + 0.216488 g/cm* STP h

Y-Intercept: 0.858033 + 0.027631 g/cm* STP
C: 22.855313

Qm: 0.0510 cm?/g STP
Correlation Coefficient: 0.9996670
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NanoSight nanopatrticle tracking technology (NTA)



